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ABSTRACT

Effect of a crystalline-amorphous interface on heat conduction has been studied using atom-
istic simulations of a silicon system. System with amorphous silicon was created using the
bond-switching Monte Carlo simulation method and heat conduction near room tempera-
ture was studied by molecular dynamics simulations of this system.

INTRODUCTION

As the sizes of electronic devices decrease an increasing amount of heat has to be dissipated
by ever decreasing volume of the device material. The details of device structures, namely
interfaces, surfaces and defects in them affect the heat conduction, which can give rise to
behavior that differs drastically from behavior in bulk materials r1,21.
In addition to the interest in improving the heat dissipation from electronic components,
different nanostructures can be utilized to decrease heat conduction where it is not de-
sired. One example of this are the new thermoelectric devices where thermal conduction
is reduced by ultra-short-period superlattices [3]. When the dimensions of nanostructures
become comparable to the phonon mean free path in the material the Fourier law describ-
ing thermal conduction in macroscopic systems becomes inapplicable. Heat conduction is
influenced - among other things - by phonon scattering from interfaces, by phonon inter-
ference and the modification of the phonon dispersion relation due to small dimensions of
the device. These events can be included in kinetic theories of heat conduction [4] in an ap-
proximate way. However, in order to get a reliable estimate how the atomic level structure
of the device influences the heat conduction, atomic level studies are needed.
In this work we study heat conduction through an interface between crystalline (c) and
amorphous (a) material. We use molecular dynamics (MD) method to study the effect of
the crystalline silicon and amorphous silicon (c-Si/a-Si) interface on the heat conduction
near room temperature. We have chosen this particular system with only structural (not
chemical) differences in order to study the basic effects of the interface. This study -
which is interesting on own right - serves as a necessary but yet insufficiently explored
precursor for investigating perhaps the most important interface in electronics; namely an
interface between crystalline silicon and amorphous silicon dioxide.

231



COMPUTATIONAL DETAILS

Our simulation system consisted of a layer of a-Si between slabs of c-Si (see Fig. 3). In

order to avoid complication with open surfaces periodic boundary conditions were applied

in all three dimensions. However, this means that the system is effectively a superlattice.

Three systems (denoted A, B, and C) with different sizes were studied (see Fig. 3):

A: L, = 296 A, L, = 100 A, d = 32 A, 20736 atoms

B: L, = 187 A, Lý = 38 A, d = 16 A, 2952 atoms

C: L, = 187 A, L, = 38 A, d = 32 A, 11808 atoms

Initially the amorphous part of the system was prepared by using the bond-switching Monte

Carlo algorithm [5,6]. In this method a continuous random network (CRN) of atoms is con-
structed starting from a perfect diamond lattice by introducing disorder through switching

bonds between neighboring atoms (see Fig. I). In this way, four-fold coordination of each
atom is preserved but long-range order is destroyed. In the beginning of the simulation the

system was mixed by applying bond-switching moves without rejection on the average two

times for each atom in the system. After this bond switching moves were continued but

this time the move was accepted by using the standard Metropolis algorithm. Moreover, all

the atomic positions were relaxed in order to calculate the potential energy of the proposed

state. This relaxation was performed by simulated annealing method, which is known to
give very good 'optimization' results, quite slowly. The system with a c-Si/a-Si interface

was created by applying the bond switches only to the center part of the system that was

required to be amorphous.
The bond-switching method requires a potential model that uses explicit bonding informa-

tion. Therefore, we chose a Keating-type valence force field (VFF) potential model 17,8]
for Si: E = Yk,( ) ±2 Z +I 0(eos Ou - cos 00)2 (1)

where the sums run over the bonds in the system and bi is the length of the bond i and

cos Oij is the angle between bonds i and j originating from the same atom. Values for the

constants kb, bo, ko, and eos were taken from Ref. [81. In addition to the VFF potential
a repulsive potential was applied between those atoms that were not the nearest or next

nearest neighbors according to the bonding infornation used to calculate the VFF potential.

This prevented atoms that were not bonded to come too near to each other.
The system created using the bond-switching method was relaxed with the Stillinger-Weber

[9] potential and the heat conduction through the interface was studied by using this po-

tential and the method proposed in Ref. [10]. This is particularly suitable to study heat

conduction through interfaces, because it does not require a homogeneous system. More-

over, it is compatible with periodic boundary conditions and a rapidly convergent quantity
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Figure 1. Principle of the bond-switching algorithm. (a) Initial configuration. (b) Contfiguration after bond
switching. (c) Configuration after energy minimization.

- i.e. temperature gradient - is calculated. In this method the desired heat flux J is gener-
ated into the system by exchanging velocities in the 'hot' and 'cool' parts of the system.
This creates a temperature gradient VT. The thermal conductivity k is calculated based on
the macroscopic definition

J = -kVT. (2)

In the simulations a slab with width of 8 A at the center of the amorphous region was as-
signed as the hot part and slabs with widths of 4A at the both ends of the system were
assigned as cool parts (see Fig. 3). In this case temperature in the system depends only on
one coordinate, namely x, and the problem reduces to one-dimensional: J = -kdT/dx.
In a homogeneous system the temperature profile should be linear and the thermal con-
ductivity can be obtained by fitting a line to the profile. Conductivities in the amorphous
and crystalline parts of the system were calculated this way. Temperature profiles were
calculated as averages of data obtained from simulation times between 200-500 ps.
The amount of heat flux can be adjusted by varying the interval between velocity ex-
changes. In our simulations we used a flux of J = 3 x 109 W/m 2.

RESULTS AND DISCUSSION

In Fig. 2 we show the radial distribution function of the amorphous part of the system along
with the recent experimental data [11]. The simulated curve is convoluted with a Gaussian
in order to make it comparable with the experimental data. The width of the Gaussian
was chosen such that the width of the first peak in T(r) is the same for the experimental
and simulated curves. As can be seen, results of the current simulation are in agreement
with the experimental data. Also shown in Fig. 2 is the bond angle distribution which is
in reasonable agreement with other simulation studies 112]. The final potential energy -
given by the VFF potential - of the amorphous part of the system was 0.74 eV/atom. Note

that the VFF potential has zero potential energy for the equilibrium diamond structure of
silicon. In Fig. 3 we show an example of the configuration created using the bond-switching
simulation. It should be noted that not all the crystalline material is shown: some additional
crystalline material are added on both sides of the system.
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Figure 2. (a) Radial distribhition functiion oamoaohous silicon. Solid lini is the result of tic hbod-switching
simulation (comiolutedi with a Gaussian) clddotted line is exporimnental data fiom Ref / 1I/. (h) Bond angle
distribhion in'sifsiilaledi aitnoiphot.o silicon. Dashed line denotes the tetrahedrii alngle off/hc poer'ct dianjoid

lattice.

Simulations of the interface systems yielded the following values for the thermal conductiv-
ity in the amorphous (k,) and crystalline (k,) regions: system A, k, = 0.93 W/mK, k, = 13
W/mK; system B, ka = 0.85 W/mK, k, = 9 W/mK; system C, k, = 0.80 W/mnK, k, =
15 W/mnK. Uncertainties due to fitting procedure are approximately 5% and 20%c for the
amorphous and crystalline values, respectively. For an amorphous silicon system without
crystalline parts and with a size of 215 x 42 x 46 A3 (20480 atoms) thermal conductivity
of •I = 1.11 ± 0.04 W/mK was obtained.
Result for the amorphous system without interfaces are in agreement with theoretical and
experimental data presented in Ref. [13]. Values of the thermal conductivity for the amor-
phous regions in the interface systems are not very far from that of the pure amorphous

system. Moreover, the dependence on system size is not very strong, indicating that even
a moderate size simulation systems are sufficient in describing thermal conduction realis-
tically in amorphous materials. However, the values for the crystalline regions are at least
order of magnitude lower than experimental values for bulk silicon (160 W/mK at room
temperature) and the calculated values depend on the system size. This is expected since
the mean free path of the heat carriers - i.e. phonons - in crystalline silicon at room temper-

ature is of the order of 1000 A. In addition, the statistical errors in the curves for crystalline
regions in Fig. 4 are larger than for the amorphous parts. Finite size of the simulation sys-
tem is manifested in the bending of the temperature profiles at the ends of the samples. This
gives additional uncertainty to the results for the crystalline regions. In order to draw quan-

titative conclusions from the size dependence of the thermal conductivity more extensive
simulations are needed.
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Figure 3. Example of a configuration of a simulation system containing crystalline-amorphous intetface.

No thermal boundary resistance could be observed in the simulation data. This probably
partly due to the statistical noise in the data and partly due to the fact that the two materials
are not very different as far as phonon properties are concerned.

CONCLUSIONS

We have studied heat conduction through an interface between crystalline and amorphous
silicon. The effect of the interface can be seen clearly in the temperature profiles. Results
for the amorphous regions indicate that even for very thin layers conductivity values turned
out to be near the bulk values. Values obtained for the crystalline regions show larger size
dependence. Due to the statistical noise in the data and the fact that the two materials are
not very different no thermal boundary resistance was observed. This study is currently
being extended to investigate the thermal properties of an interface between crystalline
silicon and amorphous silicon dioxide.
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